TEST REPORT

FABRIC TYPE UPHOLSTERY FABRIC
IQU.ALITY NAME HARRIS
IREPDRT NO 498
IDATE 11.12.2023
IFABRIC WIDTH (cm)
IFABRI( WEIGHT (G/M?) 416 GR/M2
|coMPOSITION %2100 POLIP
UPHOLSTERY FABRIC EN ISO 14465
TEST
TEST METOD/STANDARD RESULTS
|Pilling (5000 revs) EN IS0 12945-2 : 2000 4)s
WARP 4
s 13936 - 2: 2004
WEFT 3,8
Abrassion (Mo Three Thread Breakage) EN IS0 12947-2 : 1993 20000
WATER REPELLENT ISO AATCC
Abrassion (Pile Loss) EN IS0 12947-2 : 1998
DRY
g RUBBING BS EN 105-X12 : 2001
é WET
LIGHT BS EN 105-B02 : 1994
150 4920:2012
WARP
TSEN 150 13934-1
WEFT
TENSILE STRENGTH IS0 13934-1
IDESCRIPTI'DN F
Sy — == A
-
CONTROLLER
QUALITY CONTROL MANAGER
OZENC DONER
T1.FM.08 REV.NO:0




